die erste

Inspection Certificate

Certicate No. 0343/PED/0038/PED/SHA/TWNO0000225/A

EF IR acc. to. EN10204 3.1
Customer NTIM VENTIL & INSTRUMENT AB Invoice No. D240604X1 Report No.: 2024D240604%1
Order No. 756834 P/1 No. D240411XB
Item No. Pressure Rating Size Q'ty (pcs)
MODEL: SERIES 355 -B.W.,3-PC 1.4408 BALL VALVE, FULL PORT,PTFE+25% CARBON SEATS AND
2 1000 psi ON25 60 SEALS,1000PSI/PN64, LABYRINTH STEM SEALINGS,55316 BALL & ANTI-STATIC STEM,
Pressure Test according to EN 12266-1 Pressure Duration Result WITH ISO 5211 DIRECT MOUNTING PAD, A BUTT WELD END,
S/CNo D240411XB Customer PO No 756834
Shell Strength Test (P10) Water 1500 psi 15 sec PASS
Shell Tightness Test (P11) Water 1500 psi 15 sec PASS Heat Treatment
Seat Tightness Test (P12) Air 20 psi 15 sec PASS [MSolution at 1080°C then Quenched by Water, 2hr
Pressure Test according to API 598 Pressure Duration Result Product Inspection : Result
Shell Test Water 1500 psi 15 sec PASS MDimension Inspection PASS
BackSeat Test Water N/A N/A [MVisual Inspection PASS
High-Pressure Closure Test Water N/A N/A N/A Mrerformance Check PASS
Low-Pressure Closure Test Air 80 psi 15 sec PASS [CINon-Destructive Examination NA
Chemical Components(%) Mechanical Properties
. Yield Strength
Article. Heat No. . . RISRne Tensile Strength | Elongation | Hardness | Impact Test
o Si Mn P ) Ni Cr Mo Mpa M % HB il
Rp0.2 | Rp 1.0 pa o oule
EN 10213 1.4408 Max. / Min. <007 | <15 | <15 | <004 | <003 | 9~12 | 18~20 | 2~25 210 440~640 >30 60
BODY ABC32 0.03 0.704 0.689 0.028 | 0.004 9766 | 18.584 | 2.304 0.103 301 557 44 L47 180
CAP AB810 0.032 0.476 0.483 0.031 0.007 9.706 18.07 2.299 0.097 318 543 47 145 192
CAP ABC33 0.032 0.589 0.769 0.026 | 0.005 9.312 | 18.166 | 2.165 0.052 303 554 40 148 177
) . ) db D
We herewith certify that the material described herein has been made in accordance to the APAraves oy ae Page
above specification and also with the requirement called for above order. Fidt i 2024/6/4 2 of 2
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Inspection Certificate

NIRRT acc. to. EN10204 3.1 Certicate No. 0343/PED/0038/PED/SHA/TWND0000225/A
Customer VENTIM VENTIL & INSTRUMENT AB Invoice No. D240626J254 Report No.: 2024D24L0626)254
Order No. 756875 P/l No. D240418XA
Item No. Pressure Rating Size Q'ty (pcs)
31 N/A DN25 30 LONG BW END CAP SERIES 355,
1.4408 END CAP FOR SERIES 355,LONG BUTTWELD END
Pressure Test according to EN 12266-1 Pressure Duration Result 5/C No D240418XA Customer PO No 756875
Shell Strength Test (P10) Water N/A N/A N/A
Shell Tightness Test (P11} Water N/A N/A N/A Heat Treatment
Seat Tightness Test (P12) Air N/A N/A N/A [Solution at 1080°C then Quenched by Water, 2hr
Pressure Test according to APl 598 Pressure Duration Result Product Inspection : Result
Shell Test Water N/A N/A N/A Dimension Inspection PASS
BackSeat Test Water N/A N/A N/A MVisual Inspection PASS
High-Pressure Closure Test Water N/A N/A N/A MPerformance Check PASS
Low-Pressure Closure Test Air N/A N/A N/A [[]Non-Destructive Examination NA
Chemical Components(%) Mechanical Properties
Article. Heat No. - . Vield Strength | o ncile Strength | Elongation | Hardness | Impact Test
C Si Mn P S Ni Cr Mo Cu Mpa Mpa % HB Joule
Rp0.2 | Rp 1.0
EN 10213 1.4408 Max. / Min. <0.07 =1.5 =1.5 <0.04 =0.03 9~12 18~20 | 2~25 0.5 210 440~640 =30 60
CAP C6ES2 0.03 0.77 0.661 0.033 | 0.009 | 9.749 | 18399 | 2.331 0.203 391 586 47 L45 195
CAP PeVE2 0.026 | 0.846 | 0.823 | 0.031 0.01 9.245 | 18,675 2.184 | 0.105 357 560 45 La7 185
CAP P6286 0.029 | 0.744 | 0.795 | 0.028 | 0.004 | 9.784 | 18.155| 2.277 0.128 371 579 49 L45 197
We herewith certify that the material described herein has been made in accordance to the Approved by Date Page
above specification and also with the requirement called for above order. Zitty Llsy 2024/6/26 31 of 31
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Inspection Certificate

|z itiag
acc. to. EN10204 3.1 Certicate No. 0343/PED/0038/PED/SHA/TWN00000225/A
Customer VENTIM VENTIL & INSTRUMENT AB Invoice No. D250115)259 Report No.: 2025D250115J259
Order No. 758171 P/l No. D241106XA
Item No. Pressure Rating Size Q'ty (pcs)
MODEL: SERIES 32-B.W,(FORMERLY ED-311MF),1.4408 3PC BALL VALVE FULL PORT,
29 1000 psi DN32 20 PTFE SEATS, W/ISO 5211 MOUNTING PAD,HANDLE W/LOCKING DEVICE.
Pressure Test according to EN 12266-1 Pressure Duration Result 1000WOG, 55316L BUTTWELD END CAPS,H.S CODE: 8481.80.81.90
2 : = S/C No D241106XA Customer PO No 758171
Shell Strength Test (P10) Water 1500 psi 15 sec PASS
Shell Tightness Test (P11) Water 1500 psi 15 se PASS Heat Treatment
Seat Tightness Test (P12) Air 80 psi 15 sec PASS Solution at 1080° C then Quenched by Water, 2hr
Pressure Test according to API 598 Pressure Duration Result Product Inspection : Result
Shell Test Water 1500 psi 15 sec PASS “IDimension Inspection PASS
BackSeat Test Water N/A N/A N/A Mvisual Inspection PASS
High-Pressure Closure Test Water N/A N/A \ [APerformance Check PASS
Low-Pressure Closure Test Air 80 psi 15 sec PASS [[]Non-Destructive Examination NA
o o — — e Oy T =2 — 4R =1 - S
= == = o ¢ =3 = - BE e L9 == ze
Chemical Components(%) Mechanical Properties
Article. Heat No. ) ) Vield Strength | ronsite Strength | Elongation | Hardness | Impact Test
C Si Mn P S Ni Cr Mo Cu Mpa M % e Joul
Rp0.2 | Rp 1.0 pa oule
EN 10213 1.4408 Max. / Min. <0.07 <1.5 <1.5 <0.04 | =0.03 9~12 18~20 | 2~2.5 =0.5 210 440~640 =30 60
BODY HNJB09 0.034 | 0.843 1.121 0.026 | 0.0054 | 9.425 18.21 2.301 | 0.193 242 540 40 110
Chemical Components(%) Mechanical Properties
. YTeTa SIrengmn
Article. Heat No. é & ik 5 g - o Mo By i xa Tensile Strength | Elongation | Hardness | Impact Test
Rp0.2 | Rp1.0 Mpa % HB Joule
1.4409 Max. / Min. <0.03 | £1.50 2.00 | ~0.035| =0025| 9-12 | 1820 [ 2-25 [ <05 | —0.2 2220 440-640 230 80
CAP HNL917 0.024 0.946 1.108 0.026 | 0.0052 ]| 9.753 18.25 2.432 0.258 0.043 239 540 39 111
CAP LNJSOS 0.013 | 0.911 1178 | 0.026 | 0.005 | 9.565 | 18.757 | 2.302 | 0.178 | 0.056 266 539 53 1111
= s o T R i — ——
= X L LT F o T T —re
We herewith certify that the material described herein has been made in accordance to the Approved by fate Fage
above specification and also with the requirement called for above order. By Psme 2025/1/21 29 of 38
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8 B i ki o] Inspection Certificate
acc. to. EN10204 3.1 Certicate No. 0343/PED/0038/PED/SHA/TWNO0000225/A
Customer VENTIM VENTIL & INSTRUMENT AB Invoice No. D250424X1 Report No.: 0250250424X1
Order No. 63 P/l No. D241203XA
e - ¥ T LR LT
item No. Pressure Rating Size Q'ty (pcs) CENTER BODY SERIES 355 (SP),SERIES 35S (FIRE-SAFE),CENTER SECTION ONLY!(NO END CAPS)
- 3-PC 1.4408 BALL VALVE FULL PORT,55316 BALL & ANTI-STATIC STEM,
2 N/A DN25 12 WITH LABYRINTH STEM SEALINGS,WITH 1SO 5211 DIRECT MOUNTING PAD,
Pressure Test according to EN 12266-1 Pressure Duration Result WITH SEAT PTFE +25% CARBON,WITH BOLTS & LOCKABLE HANDLE
- H API 607 7TH CERT. FIRE-SAFE DESIGN J GRAPHITE BODY SEAL & 55316 GASKET,H.S CODE: $481.90.00.90
Shell Strength Test (P10) Water N/A N/A N/A $/C No D241203XA Customer PO No 758363 _
Shell Tightness Test (P11) Water N/A N/A N/A Heat Treatment
Seat Tightness Test (P12) Air N/A N/A N/A Msolution at 1080°C then Quenched by Water, Zhr
Pressure Test according to API 598 Pressure Duration Result Product Inspection : Result
Shell Test Water N/A N/A [¥IDimension Inspection PASS
BackSeat Test Water N/A N/A [#Visual Inspection PASS
High-Pressure Closure Test Water N/A N/A MPerformance Check PASS
Low-Pressure Closure Test Air N/A N/A [[JNon-Destructive Examination NA
— — — = = — — —
Chemical Components(%) Mechanical Properties
Article. Heat No. . . Vel Strengt Tensile Strength | Elongation | Hardness | Impact Test
C Si Mn P S Ni Cr Mo Cu Mpa M % e Joil
Rp 0.2 | Rp 1.0 pa awe
EN 10213 1.4408 Max. / Min. <0.07 =1.5 <15 =0.03 9~12 18~20 | 2~2.5 =0.5 210 440~640 =230 60
BODY ABC4a4 0.047 0.62 0.851 0.032 0.011 | 10.278 | 18.406 | 2.158 0.093 3233 549.3 46.5 189
- e T AT L X T
PRy T RO T =R T
We herewith certify that the material described herein has been made in accordance to the Approvedby Date Page
above specification and also with the requirement called for above order. Biddy Ethome 2025/4/24 7 of 4




die erste

o

T ] Inspection Certificate
acc. to. EN10204 3.1 Certicate No. auhw\vmcxoowm\vmwazrmgzoooocnnm\h
Customer VENTIM VENTIL & INSTRUME AB Invoice No. D250424X1 Report No.: 2025D250424%1
Order No. 758363 P/1 No. D241203XA
[tem No. Pressure Rating Size Q'ty (pcs) CENTER BODY SERIES 355 (SP),SERIES 355 (FIRE-SAFE),CENTER SECTION ONLY!(NO END CAPS)
3 3-PC 1.4408 BALL VALVE FULL PORT,55316 BALL & ANTI-STATIC STEM,
3 N/A DN32 24 WITH LABYRINTH STEM SEALINGS,WITH 150 5211 DIRECT MOUNTING PAD,
Pressure Test according to EN 12266-1 Pressure Duration Result WITH SEAT PTFE +25% CARBON,WITH BOLTS & LOCKABLE HANDLE
- . J API 607 7TH CERT. FIRE-SAFE DESIGN Y GRAPHITE BODY SEAL & 55316 GASKET,H.5 CODE: 8481.90.00.90
Shell Strength Test (P10) Water N/A N/A N/A $/C No D241203XA Customer PO No 758363
Shell Tightness Test (P11) Water N/A N/A N/A Heat Treatment
Seat Tightness Test (P12) Air N/A N/A N/A #Solution at 1080° C then Quenched by Water, Zhr
Pressure Test according to APl 598 Pressure Duration Result Product Inspection : Result
Shell Test Water N/A N/A N/A Dimension Inspection PASS
BackSeat Test Water N/A N/A Mvisual Inspection PASS
High-Pressure Closure Test Water N/A N/A Performance Check PASS
Low-Pressure Closure Test Air N/A N/A [[JNon-Destructive Examination L_ NA
ke i e A =T s r i 1) R S Cro
wn e =X e L _— e = L T S o
Chemical Components(%) Mechanical Properties
Article. Heat No. Vield Strength Tensile Strength | Elongation | Ha
. rdness | Impact Test
c si | Mn P s Ni e | Mo | cu Mpa " & w e J :
Rp 0.2 | Rp 1.0 i . e
EN 10213 1.4408 Max. / Min. =0.07 =15 =15 =0.04 <0.03 9~12 18~20 | 2~2.5 <0.5 210 440640 =30 60
BODY S6E16 0.044 | 0.758 0.956 0.03 0.011 9.073 | 18919 | 2.227 0.17 351.89 602.11 45.52 169
nrxz [F cxaties
rErTCa R T
i ;) ; : " Approved by Date Page
We herewith certify that the material described herein has been made in accordance to the
above specification and also with the requirement called for above order. Fiddy Fluny 2025/4/24 3of4d
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T G IYRER Inspection Certificate
acc. to. EN10204 3.1 Certicate No. 0343/PED/0038/PED/SHA/TWN00000225/A
Customer VENTIM VENTIL & INSTRUMENT AB Invoice No. D250424X1 Report No.: 2025D250424K1
Order No. 758363 P/l No. D241203XA
FL ST T L e A N T
Item No. Pressure Rating size Q'ty (pes) CENTER BODY SERIES 355 (SP),SERIES 355 (FIRE-SAFE),CENTER SECTION ONLY!(NO END CAPS)
; - 3-PC 1.4408 BALL VALVE FULL PORT,55316 BALL & ANTI-STATIC STEM,
4 N/A DN50 32 WITH LABYRINTH STEM SEALINGS,WITH ISO 5211 DIRECT MOUNTING PAD,
Pressure Test according to EN 12266-1 Pressure Duration Result WITH SEAT PTFE +25% CARBON,WITH BOLTS & LOCKABLE HANDLE
r APl 607 7TH CERT. FIRE-SAFE DESIGN F GRAPHITE BODY SEAL & 55316 GASKET,H.S CODE: £481.90.00.90
Shell Strength Test (P10) Water N/A N/A 5/C No D241203XA Customer PO No 758363
Shell Tightness Test (P11) Water N/A N/A N/A Heat Treatment
Seat Tightness Test (P12) Air N/A N/A N/A #ISolution at 1080°C then Quenched by Water, 2hr
Pressure Test according to API 598 Pressure Duration Result Product Inspection - Result
Shell Test Water N/A N/A N/A [IDimension Inspection PASS
BackSeat Test Water N/A N/A N/A Mvisual Inspection PASS
High-Pressure Closure Test Water N/A N/A MPerformance Check PASS
Low-Pressure Closure Test Air N/A N/A N/A EDZQ._-Umm:.cngcm Examination NA
2 ot S £ . >3 = -t o =¥
= T = -y LAy 3= S LY o, - VL =
Chemical Components(%) Mechanical Properties
i ield Stren . 2
Article. Heat No. i . Yield Strength Tensile Strength | Elongation | Hardness | Impact Test
C Si Mn P S Ni Cr Mo Cu Mpa M % HB Joul
Rp0.2 | Rp 1.0 pa one
EN 10213 1.4408 Max. / Min. <0.07 <1.5 <1.5 <0.04 | =0.03 9~12 18~20 | 2~25 =0.5 =210 4407640 =30 60
BODY S6BE1 0.031 0.931 1.120 0.030 0.011 9.421 18.91 2.272 0.154 342 557.57 43.6 160
il 135 r
T S
We herewith certify that the material described herein has been made in accordance to the Approved by Dke Pae
above specification and also with the requirement called for above order. Fdty Ehoy 2025/4/24 A i d
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die erste

Inspection Certificate

PRTERRE T
acc. to. EN10204 3.1 Certicate No. owhwmvmU\oawmxvmommI>H._.Ezooooc-m__,.>
Customer VENTIM VENTIL & INSTRU T AB Invoice No. D250117X1 Report No.: 20250250117X1
Order No. 758171 P/l No. D241106XA
Item No. Pressure Rating Size Q'ty (pcs)
2 N/A DNS0 20 SERIES 355(SP) LONG BW END CAP,*SHIP AIR*,1.4408 END CAP FOR SERIES 355,
LONG BUTTWELD END,H.S CODE: 8481.90.00.90
Pressure Test according to EN 12266-1 Pressure Duration Result $/C No D241106XA Customer PO No 758171
Shell Strength Test (P10) Water N/A N/A N/A
Shell Tightness Test (P11) Water N/A N/A N/A Heat Treatment
Seat Tightness Test (P12) Air N/A N/A N/A [solution at 1080° C then Quenched by Water, 2hr
Pressure Test according to APl 598 Pressure Duration Result Product Inspection : Result
Shell Test Water N/A N/A N/A @Dimension Inspection PASS
BackSeat Test Water N/A N/A N/A Mvisual Inspection PASS
High-Pressure Closure Test Water N/A MPerformance Check PASS
Low-Pressure Closure Test Air N/A N/A []Non-Destructive Examination NA
L Ee o =T o A o = Tade o = =2 LE
ﬁ = — T St T Ty = 3 s azw L = e
Chemical Components{%) Mechanical Properties
Article. Heat No. . . Vield Strength | o ile strength | Elongation | Hardness | Impact Test
C Si Mn P S Ni Cr Mo Cu Mpa M % HB Joul
Rp0.2 | Rp1.0 P oule
EN 10213 1.4408 Max. / Min. <0.07 <1.5 <1.5 <0.04 =0.03 9~12 18~20 | 2~2.5 =0.5 =210 440~640 =30 60
CAP D6Y38 0.026 | 0.649 | 0.836 0.03 0.006 | 9.644 | 18.088| 2.123 | 0.219 320.5 551.2 45.8 180
CAP E6X06 0.036 0.666 0.664 0.033 0.007 9.9 18.167 | 2.435 0.192 364.3 592.2 46.8 147
CAP S6C38 0.035 | 0.831 | 0.961 0.033 | 0.012 | 9.156 | 18687 | 2.262 | 0.187 364.85 588.7 42.78 184
=i =F P e — TSR
o F SEL S SE s == A NI LTI o S
We herewith certify that the material described herein has been made in accordance to the Approved by Cate roee
above specification and also with the requirement called for above order. Bikhy Ermy 2025/1/16 6 of 7
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e iy s e Inspection Certificate
acc. to. EN10204 3.1 Certicate No. owam}um_u..ﬁocwm..«vmux.m:?__gz_ucooommmmb
Customer VENTIM V L & INSTRUMENT AB Invoice No. D250117X1 Report No.: 2025D250117X1
Order No. 758171 P/l No. D241106XA
Item No. Pressure Rating Size Q'ty (pcs)
8 N/A DNS50 a0 SERIES 355 (SP) FLANGE END CAP,*SHIP AIR*,1.4408 END CAP FOR SERIES 355,
PN40 F1 FLANGE END,H.S CODE: 8481.90.00.90
Pressure Test according to EN 12266-1 Pressure Duration Result $/C No D241106XA Customer PO No 758171
shell Strength Test (P10) Water N/A N/A N/A
Shell Tightness Test (P11) Water N/A N/A N/A Heat Treatment
Seat Tightness Test (P12) Air N/A N/A N/A #Solution at 1080° C then Quenched by Water, 2hr
Pressure Test according to API 598 Pressure Duration Result Product Inspection * Result
Shell Test Water N/A N/A N/A FIDimension Inspection PASS
BackSeat Test Water N/A N/A N/A Mvisual Inspection PASS
High-Pressure Closure Test Water N/A N/A MPerformance Check PASS
Low-Pressure Closure Test Air N/A N/A [[JNon-Destructive Examination NA
— — = = = = T — e - = — —
Chemical Components(%) Mechanical Properties
Article. Heat No. . s Kk 5 g i - - - ,____m,n__m_:mzmﬁ: Tensile Strength | Elongation | Hardness | Impact Test
Rp0.2 | Rp 1.0 Mpa % HB Joule
EN 10213 1.4408 Max. / Min. <0.07 £1.5 €1.5 <0.04 | =0.03 9712 18~20 | 2~2.5 <0.5 -210 440~640 >30 - 60
CAP AB280 0029 | 0.688 | 0.707 | 0.032 | 0.006 | 9.389 | 18.104 2.152 | 0.126 383.8 568.4 40 178
CAP S6B82 0.03 0.981 1.151 0.033 | 0.012 9.498 | 18.838| 2.399 0.119 297.35 508.5 47.64 166
CAP S6C36 0.039 | 0.887 1.015 | 0.031 0.01 9.35 18.771| 2.259 | 0.144 357.09 575.93 41.54 172
CAP S6C37 0.04 0.886 1.007 0.031 0.01 9.301 | 18.722 | 2327 0.156 360.84 597.73 52.26 185
— —
We herewith certify that the material described herein has been made in accordance to the Approved by Date Page
above specification and also with the requirement called for above order. Fiddy Fhome 2025/1/16 7 of 7




